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付録1　 P-TESTの全試験結果
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付録2　 H-TEST（p=0.25MPa）の全試験結果
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[bookmark: _Toc24030275]App.-Fig. 28 SW33-7 (葉理：水平) H-TEST (p=0.25MPa) STEP1 (3=2.0MPa, p=1.0MPa)
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[image: ]
[bookmark: _Toc24030298]App.-Fig. 51 SW36-3 (葉理：斜め) H-TEST (p=0.25MPa) STEP6 (3=11.5MPa, p=3.5MPa)
[image: ]
[bookmark: _Toc24030299]App.-Fig. 52 SW36-3 (葉理：斜め) H-TEST (p=0.25MPa) STEP7 (3=13.5MPa, p=3.5MPa)
[image: ]
[bookmark: _Toc24030300]App.-Fig. 53 SW36-3 (葉理：斜め) H-TEST (p=0.25MPa) STEP8 (3=15.5MPa, p=3.5MPa)
[image: ]
[bookmark: _Toc24030301]App.-Fig. 54 SW36-3 (葉理：斜め) H-TEST (p=0.25MPa) STEP9 (3=17.5MPa, p=3.5MPa)






















付録3　 H-TEST（p=0.50MPa）の全試験結果
[bookmark: _GoBack]


[image: ]
[bookmark: _Toc24030302]App.-Fig. 55 SW33-7 (葉理：水平) H-TEST (p=0.50MPa) STEP1 (3=2.0MPa, p=1.0MPa)
[image: ]
[bookmark: _Toc24030303]App.-Fig. 56 SW33-7 (葉理：水平) H-TEST (p=0.50MPa) STEP2 (3=4.0MPa, p=2.0MPa)
[image: ]
[bookmark: _Toc24030304]App.-Fig. 57 SW33-7 (葉理：水平) H-TEST (p=0.50MPa) STEP3 (3=5.5MPa, p=3.5MPa)
[image: ]
[bookmark: _Toc24030305]App.-Fig. 58 SW33-7 (葉理：水平) H-TEST (p=0.50MPa) STEP4 (3=7.5MPa, p=3.5MPa)
[image: ]
[bookmark: _Toc24030306]App.-Fig. 59 SW33-7 (葉理：水平) H-TEST (p=0.50MPa) STEP5 (3=9.5MPa, p=3.5MPa)
[image: ]
[bookmark: _Toc24030307]App.-Fig. 60 SW33-7 (葉理：水平) H-TEST (p=0.50MPa) STEP6 (3=11.5MPa, p=3.5MPa)
[image: ]
[bookmark: _Toc24030308]App.-Fig. 61 SW33-7 (葉理：水平) H-TEST (p=0.50MPa) STEP7 (3=13.5MPa, p=3.5MPa)
[image: ]
[bookmark: _Toc24030309]App.-Fig. 62 SW33-7 (葉理：水平) H-TEST (p=0.50MPa) STEP8 (3=15.5MPa, p=3.5MPa)
[image: ]
[bookmark: _Toc24030310]App.-Fig. 63 SW33-7 (葉理：水平) H-TEST (p=0.50MPa) STEP9 (3=17.5MPa, p=3.5MPa)
[image: ]
[bookmark: _Toc24030311]App.-Fig. 64 SW32-1 (葉理：水平) H-TEST (p=0.50MPa) STEP1 (3=2.0MPa, p=1.0MPa)
[image: ]
[bookmark: _Toc24030312]App.-Fig. 65 SW32-1 (葉理：水平) H-TEST (p=0.50MPa) STEP2 (3=4.0MPa, p=2.0MPa)
[image: ]
[bookmark: _Toc24030313]App.-Fig. 66 SW32-1 (葉理：水平) H-TEST (p=0.50MPa) STEP3 (3=5.5MPa, p=3.5MPa)
[image: ]
[bookmark: _Toc24030314]App.-Fig. 67 SW32-1 (葉理：水平) H-TEST (p=0.50MPa) STEP4 (3=7.5MPa, p=3.5MPa)
[image: ]
[bookmark: _Toc24030315]App.-Fig. 68 SW32-1 (葉理：水平) H-TEST (p=0.50MPa) STEP5 (3=9.5MPa, p=3.5MPa)
[image: ]
[bookmark: _Toc24030316]App.-Fig. 69 SW32-1 (葉理：水平) H-TEST (p=0.50MPa) STEP6 (3=11.5MPa, p=3.5MPa)
[image: ]
[bookmark: _Toc24030317]App.-Fig. 70 SW32-1 (葉理：水平) H-TEST (p=0.50MPa) STEP7 (3=13.5MPa, p=3.5MPa)
[image: ]
[bookmark: _Toc24030318]App.-Fig. 71 SW32-1 (葉理：水平) H-TEST (p=0.50MPa) STEP8 (3=15.5MPa, p=3.5MPa)
[image: ]
[bookmark: _Toc24030319]App.-Fig. 72 SW32-1 (葉理：水平) H-TEST (p=0.50MPa) STEP9 (3=17.5MPa, p=3.5MPa)
[image: ]
[bookmark: _Toc24030320]App.-Fig. 73 SW36-3 (葉理：斜め) H-TEST (p=0.50MPa) STEP1 (3=2.0MPa, p=1.0MPa)
[image: ]
[bookmark: _Toc24030321]App.-Fig. 74 SW36-3 (葉理：斜め) H-TEST (p=0.50MPa) STEP2 (3=4.0MPa, p=2.0MPa)
[image: ]
[bookmark: _Toc24030322]App.-Fig. 75 SW36-3 (葉理：斜め) H-TEST (p=0.50MPa) STEP3 (3=5.5MPa, p=3.5MPa)
[image: ]
[bookmark: _Toc24030323]App.-Fig. 76 SW36-3 (葉理：斜め) H-TEST (p=0.50MPa) STEP4 (3=7.5MPa, p=3.5MPa)
[image: ]
[bookmark: _Toc24030324]App.-Fig. 77 SW36-3 (葉理：斜め) H-TEST (p=0.50MPa) STEP5 (3=9.5MPa, p=3.5MPa)
[image: ]
[bookmark: _Toc24030325]App.-Fig. 78 SW36-3 (葉理：斜め) H-TEST (p=0.50MPa) STEP6 (3=11.5MPa, p=3.5MPa)
[image: ]
[bookmark: _Toc24030326]App.-Fig. 79 SW36-3 (葉理：斜め) H-TEST (p=0.50MPa) STEP7 (3=13.5MPa, p=3.5MPa)
[image: ]
[bookmark: _Toc24030327]App.-Fig. 80 SW36-3 (葉理：斜め) H-TEST (p=0.50MPa) STEP8 (3=15.5MPa, p=3.5MPa)
[image: ]
[bookmark: _Toc24030328]App.-Fig. 81 SW36-3 (葉理：斜め) H-TEST (p=0.50MPa) STEP9 (3=17.5MPa, p=3.5MPa)
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